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Abstract

This paper describes our recent efforts to optimize
photo-electrochemical (PEC) etching for fabricating
recessed-gate AlGaN/GaN high-electron-mobility
transistors (HEMTs). Selecting proper light wavelength
and voltage conditions enabled PEC etching on
AlGaN/GaN hetero-structures to produce smooth and flat
surfaces. Self-termination phenomena observed under the
optimal PEC condition were useful for precisely
controlling the etching depth in the AlGaN layer. A
recessed-gate AlIGaN/GaN HEMT fabricated with PEC
etching showed positive threshold voltage and better
current transport controllability than that of planar-gate
and dry-etched-gate AlGaN/GaN HEMTs.

INTRODUCTION

AlGaN/GaN high-electron-mobility transistors (HEMTs)
are promising devices to attain both high-power and high-
speed switching operations for use in next-generation power
electronic circuits [1-3]. One promising approach to achieve
normally-off operation is adopting a recessed-gate structure
[4-6], which can be fabricated by thinning the AlGaN layer
beneath the gate electrode. This dry etching process is
commonly used for thinning AlGaN layers, in which the
etching is performed by applying plasma of an appropriate gas
mixture containing a chemically reactive element. However,
dry-etched surfaces tend to be negatively affected by various
types of damage due to the bombardment of reactive ions and
radicals [7-9].

An alternative approach is a wet-etching process utilizing
a liquid-phase etchant. Wet chemical etching has been widely
used for various semiconductors in view of its low-damage
process. However, it is not easy to apply this technique to
AlGaN and GaN due to the high chemical stability of nitride
semiconductors. Especially, the chemical resistance of Ga-
polar surface is so high that the high temperature etchant over
200 °C or molten salt (e.g. KOH) is required [10,11]. In 1996,
Minsky et al. reported that the GaN surface was etched by a
photoelectrochemical (PEC) reaction at room temperature in
HCI and KOH aqueous solution under illumination [12].
Youtsey et al. reported that the smooth surface was obtained
by the PEC etching under the diffusion-limited condition, in

which the reaction rate is limited by the rate of transport of
the reactants from the bulk of solution to the n-GaN surface
[13]. Up to the present, various type of the photochemical and
PEC etching has been developed for GaN [14-23] and AlGaN
[24-26] with growing a concern in the damage-less etching.

In the work we report in this paper, we focused on our
recent study on the low-damage wet-etching for GaN and
AlGaN surfaces using a PEC reaction [26,27]. Our PEC
etching, which is conducted using the pulsed bias, is a cyclic
process consisting of anodic oxidation and subsequent
dissolution of the resulting oxide in an electrolyte. By tuning
the PEC conditions such as anodic voltage and illumination,
we were able to precisely control Vi, and improve current
transport controllability in recessed-gate AlGaN/GaN
HEMTs.

BASIC PRINCIPLE OF PEC ETCHING

Typically, wet chemically etching III-V compounds
involves the use of an oxidant to oxidize the surface, followed
by dissoluting its oxide into a pH-controlled solution. For
PEC etching, the surface was etched by repeating the anodic
oxidation and its dissolution into the -electrolyte, as
schematically shown in Fig 1(a). By applying the anodic bias
in the electrolyte, the AlIGaN surface was oxidized as

AlGaN+6 OH + 6 h*
—1/2 A1203 +1/2 Ga,O3 +3 H,O + 172 N> (1)

The AlL,Os; and Ga,O; are immediately dissolved into the
alkali or acid solution.

Figure 1(b) schematically shows the potential distribution
of the electrolyte/AlGaN/GaN structure. In the nature of the
AlGaN/GaN hetero-interface, a high electric field is induced
in the AlGaN layer, resulting in the generation of high-density
2DEG. Under light of A = 300 nm, which is absorbed in both
AlGaN and GaN layers, photo-electrons and holes were
transferred by the internal electric field to the 2DEG and
electrolyte/AlGaN interface, respectively. Accordingly,
oxidation current flowed even at relatively low bias. Here,
photo-carries generated in the GaN layer cannot flow due to
the existence of the 2DEG and the potential barrier at the
AlGaN/GaN interface. Under light of A = 360 nm (not shown
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Fig. 1. Schematics of (a) the PEC etching principle and
(b) the potential distribution of electrolyte/AlGaN/GaN
structure.

here), which penetrates the AlGaN layer and is absorbed in
the GaN layer, oxidation current was observed under the
larger anodic bias. This is because the amount of electrons
concentrated in 2DEG decreased with the increased reverse
bias applied to the AlGaN/GaN heterostructure. In such a
situation, photo holes can flow toward the electrolyte/AlGaN
interface and cause oxidation reactions. Thus, we can regulate
the supply of photo holes by selecting the appropriate A and
the anodic bias.

EXPERIMENTAL SETUP

For the PEC etching of AlGaN/GaN heterostructures, we
used the standard electrochemical cell, which consisted of the
sample to be etched as the working electrode (WE), Pt counter
electrode (CE), and Ag/AgCl reference electrode (RE), as
shown in Fig. 2(a). To remove the anodic oxide formed on the
sample surface, we used a mixture of 1 mol/L H,SO4 and 1
mol/L H3POj as the electrolyte. As previously mentioned, the
anodic bias and light wavelength are very important to
regulate the supply of photo holes. In this study, we irradiated
a monochromatic light passing through band-path filters from
the top of the sample using a Xenon (Xe) lamp as the light
source. The power intensity of light, P, was adjusted using
a Newport power meter (Model 843-R). Furthermore, the
potential of WE with respect to RE was precisely controlled
by using a potentiostat with a Princeton Applied Research
Versa STAT 4. In this study, we applied the etching bias (Vzc)
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Fig. 2. Schematics of (a) the PEC etching setup and (b)
the sample preparation for the AlIGaN/GaN HEMTs.

in the pulsed mode to obtain a smooth and flat surface after
the PEC etching. The timing of the etching stop was
determined by monitoring the transient of the etching current
density (Jec).

Ani-Aly25Gag 75N/i-GaN hetero-structure grown on a Si or
SiC substrate was used as the starting wafer, as shown in Fig.
2(b). The initial thickness of the AlGaN barrier layer was 25
nm. A Ti/AIU/Ti/Au (20/50/20/50 nm) multilayer ohmic
electrode was formed using the electron-beam evaporation
method, followed by annealing at 800°C for 1 min in N,
ambient. Then, a SiO, film (100 nm) was formed by
sputtering and lithography to define the etching region. The
AlGaN/GaN sample was set on a Teflon holder and the ohmic
electrodes were connected to the outer circuit via the
embedded wires. The oxidation currents were supplied via the
2DEG channel, in which the open region was selectively
reacted with the electrolyte. Here, the key point is how we can
control the AlGaN layer (daican) thickness beneath the gate
electrode. Before device fabrication, we investigated the basic
properties of the PEC etching by changing the anodic bias and
light wavelength in terms of the photo-carrier regulation.
After optimizing the PEC condition, we fabricated Schottky-
gate HEMTs and MIS-gate HEMTs to evaluate the effect of
the PEC etching on the electrical properties of the
AlGaN/GaN hetero-structures. For the latter, we deposited an
AL O3 film with a nominal 30 nm thickness onto the AIGaN
surface using an atomic layer deposition (ALD) system
(SUGA-SAL1500) at 300° C. Then, we conducted a post-
deposition-annealing (PDA) at 400° C in N, ambient to
improve the ALOs film quality and/or the Al,O3;/AlGaN
interface.
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0.41 nm. These results indicate that the PEC etching on
AlGaN/GaN hetero-structures is more preferably conducted
by the photo holes generated in the AlGaN layer under
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Fig. 3. Cross-sectional SEM images of samples after
the PEC etching with (a) A =360 nm and (b) 4 =300
nm. (¢) AFM image of the PEC etched sample with 1 =
300 nm.

We first carried out the PEC etching on AlGaN/GaN
hetero-structure samples by comparing two kinds of
illumination with different wavelengths. Figures 3(a) and (b)
show respectively the cross-sectional SEM images of the
samples after the PEC etching with 4 = 360 nm and 4 = 300
nm. Small pores about 100 nm in diameter were observed in
the sample formed with 4 = 360 nm, where the pore etching
depth of about 250 nm penetrated through the top AlGaN
layer. As shown in Fig. 3(a), the pore diameter in the GaN
layer increased with the etching time but that in the AlGaN
layer remained unchanged. This indicates that carrier transfer
occurred at the electrolyte/GaN interface rather than at the
electrolyte/AlGaN interface, since the photocarriers were
generated only in the GaN layer under illumination with A =
360 nm. This kind of etching feature is obviously unsuitable
for application to recessed-gate AlIGaN/GaN HEMTs. On the
other hand, we were able to clearly observe the etched step
between the masked and un-masked regions after the PEC
etching with 4 =300 nm, as shown in Fig. 3(b). There seemed
to be no irregularity and no pore formation was seen in the
sample etched by photo holes generated in the GaN layer.
Figure 3(c) shows an AFM image of a sample after PEC

etching with A = 300 nm, Py = 1.0 mW/cm?, and Vgc= — 0.2

V. An overall flat surface was obtained in the etched region,
in which the root mean square (RMS) roughness was only
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Fig. 4. (a) Relationship between etching depth and
etching time and (b) relationship between self-
termination depth and Pin.

illumination with A =300 nm.

Figure 4(a) shows the relationship between etching depth
and time obtained on the sample etched with A = 300 nm and
P = 0.5 mW/cm?. Etching depth increased linearly with
etching time at the initial stage. However, the etching did not
proceed more than a specific depth below the initial 25 nm
AlGaN-layer thickness. Figure 4(b) shows the relationship
between self-termination depth and Pn. We found that the
self-termination depth increased with P, indicating this
phenomenon is related to the amount of photo holes generated
in the AlGaN layer. As previously mentioned, photo holes
generated in the AlGaN layer are transferred to the
electrolyte/AlGaN interface by an internal electric field. They
cause oxidation reactions of AlGaN, and the resulting oxides
dissolve in the electrolyte. Since photo holes generated in the
AlGaN layer decrease due to the thinning of the layer, etching
reactions are suppressed at a specific AlGaN-layer thickness,
which cannot generate sufficient photo holes for surface
oxidation. The AlGaN layer thinning also leads to the
depletion of the 2DEG channel; thus, self-termination



phenomenon occurred. The self-termination phenomenon
may help in suppressing unintentional variations in recess
depth.

ELECTRICAL PROPERTIES OF RECESSED-GATE ALGAN/GAN
HEMTSs

On the basis of the knowledge we obtained that was
described in the previous section, we fabricated AlIGaN/GaN
HEMTs having a recessed-gate structure by utilizing the
optimal PEC condition. Figure 5(a) shows drain current-
voltage (Ip-Vp) characteristics of AlGaN/GaN Schottky
HEMTs having a recessed-gate structure with 10 pm gate
length (Lg) and 6 nm daigan. The sample showed good I-V
behavior with constant saturation currents, pinch-off
characteristics and enhancement-mode operation with a
positive Vi Figure 5(b) shows the correlation between the Vi,
and daican of AlGaN/GaN Schottky HEMTs, in which the Vi,
was defined as gate voltage (V) corresponding to Ip = 10°°
A/mm. The Vy, of the planar-gate HEMT with 25 nm dajgan
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Fig. 5. (a) Ip-Vp characteristics of recessed-gate AlGaN
Schottky-HEMTs with daigay = 6 nm and (b)
relationship between Vi, and daigan.

was —3.7 V. In the recessed-gate HEMTs, the Vi shifted
respectively in the positive direction from —3.7 V to —0.6V
and +0.2 V for the devices with 8 nm and 6 nm daigan.

To suppress the gate leakage currents in the deep forward-
bias-regime, an insulating gate structure was adopted to the
recessed-gate AlGaN/GaN HEMT. Figure 6(a) shows the Ip-
Vb characteristics of the recessed-gate AlGaN/GaN MIS-
HEMTs with 5 um Lg, 8 nm daigan and 30 nm ALOs
thickness. The device showed good /-V curves with constant
saturation currents and pinch-off behavior at a low Vg bias.
However, the Vi, of MIS-HEMT was lower than the expected
value obtained in the Schottky-HEMT, as shown in Fig. 5(b).
Figure 6(b) compares the transfer characteristics of the
recessed-gate AlGaN/GaN MIS-HEMTs for two kinds of
devices conducted with and without the post metallization
annealing (PMA) process [28]. The PMA successfully made
the Vi shift in forward bias regime and enhanced the
maximum transconductance value (g) from 60 to 66 mS/mm.
A possible mechanism for the positive Vi, shift and the gm
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Fig. 6. (a) In-Vp characteristics of recessed-gate AlGaN
MIS-HEMTsSs with daigan = 8 nm before PMA process
and (b) comparison of their transfer characteristics
before and after PMA process.




enhancement after the PMA may originate from the decrease
in oxygen-related defects in the Al,O3;/AlGaN system and
subsequent shrinkage of the ALD-A1,O; film caused by the
relaxation of dangling bonds as reported in Ref [28-30].
Finally, we compared the electrical properties of the PEC-
etched-gate devices with those of the dry-etched-gate device.
The dry etching process that we employed was inductively-
coupled-plasma-reactive-ion-etching (ICP-RIE), which was
conducted on the AlGaN/GaN heterostructure using a
BCI3/Cl, gas mixture. Figure 7 shows semi-log plots of Ip-Vg
and |/g|- Vs characteristics measured for three kinds of devices
at V'p = 15 V. We found that the |/g| was effectively reduced
by the MIS-gate structure into the range of 10"!! A/mm, which
was much smaller than that obtained in the Schottky-HEMT.
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Fig. 7. Transfer characteristics of planar-gate, PEC-
etched and dry-etched gate Al,O3/AlGaN/GaN MIS-
HEMTs in the saturated region (Vps=15 V).

However, there was a large difference in the sub-threshold
slope (SS) obtained from the Ip-Vg characteristics. The We
obtained an SS value of 141 mV/dec for the planar-gate
device, whereas the dry-etched-gate device showed a much
larger sub-threshold slope of 480 mV/dec. This indicates that
the ICP-RIE inevitably brought plasma-related-damages to
the AlGaN surfaces and/or beneath the 2DEG channel. On the
other hand, the PEC-etched-gate device showed the lowest
sub-threshold slope of 121 mV/dec, which indicates that the
top of the AlGaN layer was etched in accordance with the
nature of the low-energy electrochemical process.

CONCLUSION

In this paper we introduced our recent work on photo-
electrochemical (PEC) etching optimized for fabricating
recessed-gate AlGaN/GaN high-electron-mobility transistors
(HEMTs). Photo holes generated in the AlGaN layer caused
homogeneous and flat etching, in which self-termination was
observed. Using light intensity enabled us to control the depth
of self-termination etching; as a consequence we obtained the
desired AlGaN-layer thickness. A PEC-etched Schottky-

HEMT showed precisely-controlled Vi with AlGaN
thickness, resulting in an enhanced-mode operation. The
PEC-etched MIS-HEMT showed good [/-V characteristics
with constant saturation current and pinch-off behavior, and
the PMA process further improved the g and SS values, as
compared with those of planar-gate and dry-etched-gate
devices. These results suggest that no significant damage was
induced in the AlGaN/GaN hetero-structures during the PEC
etching process. We can conclude that the PEC etching is
desirable for fabricating recessed-gate structures.
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